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Clinical evaluation of whitening performance of Tion home platinum
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Fig.1 Movement speed of the carbamide peroxide Fig.2 Comparison of whitening result
from whitening materials to a tooth surface on right side and left side [Blind Test]
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Fig.4 Averaged color change of the tooth surface
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Fig.3 Color change of the tooth surface for individual patient
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